
Technological stages
(processing operations)

Foundry coke
bl st furnace cokea

Coke breeze

screening

>1700 mµ <1000 mµ

1700-1000 mµ

>2360 mµ <1180 mµ

2360-1180 mµ

Comminution1

Screening

3-1 mm>3 mm <1 mm

2

Enrichment in an air
cyclofluid separator

Waste Concentrate
recommended: A ≤ 9%

a
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Shaping of grains in a knife mill4
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ProppantFinal product


